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MUAYENE VE DENEY RAPORU 03-17
TEST REPORT

Deneyi Talep Eden : ANTALYA BELGELENDIRME MUDURLUGU

(Ady Adresi Sehir vb.) (Belg. Uzmani:ZEKI TURKMEN)

(CW ENERJI MUHENDISLIK TIC.VE SAN.LTD.STL: Antalya OSB.3.Kisim
Customer (Name,Adress, City eic.)

33.Cad.No:7
Dégemealti --~ANTALYA)
Deney Talep Tarihi/No t 14.11.2016/ 165285
Order Date / No
Numunenin Tanimi . FV Modil(polikristal silikon), CW ENERJI , CWTXXX-YYP, -, -, 3.00 adet

(Cins, Marka, Tip, Tir, Model vb.)

Sample Description(typeMarkModel eic,) PV module(polvcristalline silicone).,,,, 3,00 item

Numune Kabul Tarihi : 14.11.2016

Test [tem Receipt Date

Deneylerin Yapildig: Tarih : 14.11.2016 - 27.03.2017

Date of Test

Uygulanan Standard / Metod ¢ TS EN 61730-2:2008-01 Fotovoltaik (PV) modiil giivenlik yeterliligi - Bolim 2: Deney
i¢in
kurallar (IEC 61730-2:2004, degistirilmig)+TS EN 61730-2:2007/A1:2012 (EN):2012-06

Applied Standard/Method TS EN 61730-2:2008-01 Photovoltaic (PV) module safety qualification - Part 2:

Requirements for testing
(IEC 61730-2:2004, modified)+TS EN 61730-2:2007/41:2012 (EN):2012-06

Raporun Sayfa Sayis1 55

Number of pages of the report

Agtklamalar iy Yapilan muayene ve deneylerden OLUMLU sonug alinmigtir
Remarks

Tiirk Akreditasyon Kurumu(TURKAK) deney raporlarinin taninmasi konusunda Avrupa Akreditasyon Birligi(EA) ve
Uluslararas: Laboratuvar Akreditasyon Birligi(ILAC) ile karsiliklt taninma antlagmasini imzalamugtir.

The Turkish Accreditation Acency(TURKAK) is signatory to the multilateral agreements of the European co-operation for the
Accreditation(EA) and of the International Laboratory Accreditation(ILAC) for the Mutual recognation of test reporits.

Deney ve/veya 6l¢iim sonuglari, genisletilmig 6lgiim belirsizlikleri (olmasi halinde) ve deney metodlari bu raporun tamamlayici
kismu olan takip eden sayfalarda verilmistir.

The test and/or measurement results, the uncertainties (if applicable) with confidence probability and test methods are given on
the followin s which are part of this report.
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& ESIM Fettah Kuay GUNGOR
ihendis Teknik Sef (Tedviren) Teknik Sef (Tedviren)
Bu rapor, hazirlayan laboratuvarin yu?{ It iznt oligldan kismen kopyalamip gogaltlamaz. Imzasiz ve mihirsiiz raporlar gegersizdir
Bu rapor, sadece deneyi yapilan numufye igin gégerlidir ve “Uriin Belgesi” yerine gegmez.
This test report shall not be reproduced ey n full except with the written permission of the laboratory. Test reports without signature and seal are not valid.

This test report represenis only tested sample(s), and shall not be used as Product Certificate
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